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— e.g. Chalcopyrite, Pyrrhotite, Pyrite, Ferroplatinum, Electrum

B

!
— e.g. Chalcopyrite, Bornite, Chalcocite: CuX, Pentlandite: NiX

e Non-Xanthate Collectors

— DTC, DTP collect consistently across the documented mineral
set
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